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Figure 5. Microstructure of CC-GTAW AISI 4340 and AISI304L welded with ERNiCr-3 Filler Wire a) Interface between weld and 
 AISI 4340 b) Interface between weld and AISI 304L c) CCGTAW-ERNiCr-3 weld Zone.

Figure 6. Microstructure of PC-GTAW AISI 4340 and AISI 304L welded with ERNiCr3 Filler Wire a) Interface between weld and  
AISI 4340 b) Interface between weld and AISI 304L c) PCGTAW-ERNiCr-3 weld Zone.
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3.2.2. PCGTA welds using ER309L filler wire
It was evident from the micrographs that the PCGTA 

welds had produced fine martensite structure at the HAZ of 
AISI 4340 and the coarse grains at the HAZ of AISI 304L 
side (Figures 4a, b). Further the weld zone contains well 
defined MGBs (Figure 4a) and δ - ferrite fragmentation 
(Figure 4c).

3.2.3. CCGTA welds using ERNiCr-3 filler wire
Formation of prominent martensitic islands at the HAZ 

of AISI 4340 side and lesser amounts of δ-ferrite stringers 
with well-defined weld interface were perceived at the 
HAZ of AISI 304L (Figures 5a, b). The weld zone was 
found to be fully austenitic with the presence of columnar 
dendrites with few cellular structures at the weld centre. 
Also, the presence of MGBs adjacent to the weld interface 
was witnessed (Figures 5b, c).

3.2.4. PCGTA welds using ERNiCr-3 filler wire
The micrographs had clearly discerned the formation 

of fine martensitic structure with the dispersed dark phases 
at the HAZ of AISI 4340 and meagre amounts of δ-ferrite 
stringers at the HAZ of AISI 304L side Figures 6a, b. Further, 
the weld zone had clearly shown the presence of cellular 
dendrites and equi-axed grain growth with the presence of 
MGBs (Figures 6b, c).

3.3. SEM/EDS analysis on the as-welded samples
SEM/EDS analysis was carried out on the composite 

region of the as-welded samples, which is represented 
in Figures 7-10. The property of weldments is generally 
influenced by the various alloying elements such as Cr, 
Ni and Fe and hence, these elements are mainly focussed 
in the EDS analysis. As discussed earlier, MGBs are quite 
prominent in the fully austenitic, austenitic-ferritic or ferritic 
- austenitic welds. The EDS analysis inferred the same by 
showing considerable amounts of Ni at the weld zone for 
all the weldments. Further, the values of Nieq and Creq at the 
weld zones were determined using the Schaeffler diagram 
Figure 11 which also confirmed the same.

3.3.1. CCGTA welds using ER309L filler
EDS results (Figure 7b) had shown that the Fe content 

at the weld zone (Z1) near the fusion line of AISI 304L was 
found to be 70.16% as compared 60.58% in ER309L filler 
metal . This clearly indicates that there was a migration of 
the Fe from AISI 304L. The Cr constituent present in the 
weld zone and the parent metal was found to be 18.39% and 
19.14% respectively. Hence, there is a possible chance of 
less movement of Cr from weld zone to the AISI 304L side. 
Another constituent Ni, which was observed to be 7.76% at 
the weld zone and 8.85% in the base metal also had lesser 
migration.

On the other hand, near the weld Zone (Z2) of AISI 
4340 side, Fe had migrated from the AISI 4340 base metal 
to the ER309L weld. The nominal composition of Fe in the 
ER309L filler wire is 60.58% by weight; however the EDS 
analysis had shown that the Fe content is 80.31% in the weld 
interface. This shows clearly that there was an enrichment 
of Fe in the weld interface of AISI 4340 side. Similarly, 

the Cr and Ni content in the filler wire is 24% and 13.2%. 
From the EDS analysis, it was noticed that Cr and Ni have 
been depleted at the weld interface, as the percentage of 
these elements was found to be 10.50%, 5.31% respectively.

3.3.2. PCGTA welds using ER309L filler
From the EDS results, (Figure 8) it was observed that the 

constituent Fe in the weld zone (Z2) of AISI 4340 side was 
73.48%, which was quite higher compared to the ER309L 
filler wire (60.58%) Fe. However, the Fe migration was 
found to be lesser in case of PCGTA compared to GTAW. 
The Cr, Ni content was found to be 13.29%, 6.61% at 
the weld zone which is prominently lower compared 
to these elements present in the filler wire as 24% and 
13.2% respectively. This also contributed to the depletion 
of these elements during welding process. Further, it was 
noticed that the migration of these elements are found to be 
lesser compared to CCGTA welding process.

3.3.3. CCGTA welds using ERNiCr-3 filler
It was observed from the EDS analysis (Figure 9) that 

the Cr constituent at the HAZ of AISI 304L and the base 
metal AISI 304L was 22.84%, 18.85% respectively shows 
enrichment of Cr. Fe content at the weld zone (Z1) adjacent 
to the AISI 304L side was found to be 47.75%. This clearly 
showed that Fe had migrated from the AISI 304L to weld 
side. The amount of Ni at the weld zone was found to be 
30.94%, which clearly showed the migration of Ni to the 
AISI 304L side, or might have been depleted during the 
welding process.

3.3.4. PCGTA welds using ERNiCr-3 filler
At the weld zone (Z1) near AISI 304 L side (Figure 10), 

the constituents Fe, Ni was observed to be 51.12% and 
27.31% respectively from the EDS analysis. There was 
not much difference observed in the Cr constituent. On the 
other hand, the weld Zone (Z2) near AISI 4340 side, the Fe, 
Ni and Cr constituents were found to be 58%, 27.8% and 
12.7% respectively. It was evident that Cr and Ni had been 
depleted in the weld zone as compared to the filler metal’s 
composition.

3.4. Micro-hardness
Micro-hardness test plots for the weldments obtained 

from the aforementioned fillers and welding techniques 
are represented in Figures 12a, b. A general observation on 
the hardness trend was that the average hardness value was 
found to be greater at the HAZ of AISI 4340 side compared 
to other zones of the weldments. The hardness values at the 
HAZ of AISI 304L side had shown little variation compared 
to its base metal.

3.4.1. CCGTA weld using ER309L filler wire
The weld zone showed an average hardness value of 

203 HV (Figure 12a), which was lower as compared to 
the other zones of the weldments. A peak weld hardness of 
262 HV was observed near the fusion line of AISI 4340. 
The hardness trend was fluctuating and the average hardness 
value of 373 HV was observed at the HAZ of AISI 4340. 
Dark spots observed at the HAZ of AISI 4340 had shown 
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the peak hardness values. The width of the HAZ was found 
to be 7 mm from the weld centre.

3.4.2. PCGTA weld using ER309L filler wire
The average hardness value at the weld zone (Figure 12a) 

was found to be 258 HV and a peak hardness value of 
424 HV was also obtained near the fusion zone of AISI 4340. 
On the other hand the peak hardness value of 265 HV was 
observed at the weld centre. The maximum hardness value 
at the HAZ of AISI 4340 was found to be 398 HV and the 
hardness value gradually decreased from the peak values 
towards base metal. The HAZ was found to be spread till 
4.75 mm from weld centre.

3.4.3. CCGTA weld using ERNiCr-3 filler wire
As observed earlier, these weldments also experienced 

lower hardness value of 194 HV at the weld zone 
(Figure 12b). Also, a drop in hardness value to 157 HV 
was divulged near the weld centre. A maximum hardness 
of 383 HV was observed at the HAZ of AISI 4340 and 
additionally, a gradual decrease in the hardness values from 
the peak hardness was noticed. In this case, the width of the 
HAZ was found to be 6 mm from the weld centre.

3.4.4. PCGTA weld using ERNiCr-3 filler wire
The hardness values in the weld zone (Figure 12b) were 

almost uniform and an average hardness value of 207 HV 
was observed. In these weldments, the maximum hardness 

value was found to be 418 HV at the HAZ of AISI 4340. 
However the hardness trend was found to be fluctuating 
at this zone, which had shown peak hardness of 602 HV 
and a minimum of 316 HV. The width of the HAZ in these 
weldments was found to be 5.5 mm from the weld centre.

3.5. Tensile testing
Tensile test results showed that the weldments had 

undergone typical ductile mode of fracture irrespective of the 
welding techniques and filler metals (Figure 13). A fascinating 
observation was that the failure occurred at the weld zone in 
all the trials for all the weldments. Also, the tensile test trials 
provided sound information that the average tensile strength 
of the PCGTA weldments was found to be better as compared 
to other weldments. Specifically, the average tensile strength 
of PCGTA weldments employing ER309L filler was found to 
be more (602.6 MPa) compared to CCGTAW (562.7 MPa). 
Similarly, the PCGTA weldments employing ERNiCr-3 filler 
(665.3 MPa) offered better tensile properties compared to 
CCGTAW employing ERNiCr-3 filler (611.5 MPa).

3.6. SEM Tensile fractographs
The SEM fractographs represented in Figure 14a 

witnessed the formation of fibrous network with few 
macro voids in tensile fractured ER309L welds fabricated 
by CCGTA welding process; whereas, the fractographs of 
ER309L welds obtained from PCGTA welding process 

Figure 7. a) SEM/EDAX analysis on (i) Parent Metal AISI 304L (ii) Parent metal - AISI 4340, b) SEM/EDAX analysis on the zones 
of the CCGTA weldments employing ER309L (i) HAZ of AISI 304L (ii) Weld near AISI 304L fusion line (Z1)(iii) Weld near AISI 
43404 fusion line(Z2) (iv) HAZ of AISI 4340.
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Figure 7 . Continued...
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Figure 8. SEM/EDAX analysis on the zones of the PCGTA weldments employing ER309L (i) HAZ of AISI 304L  
(ii) weld near AISI 304Lfusion line (Z1) (iii) weld near fusion line of AISI 4340 (Z2) (iv) HAZ of AISI 4340.
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Figure 9. SEM/EDAX analysis on the zones of the CCGTA weldments employing ERNiCr-3 (i) HAZ of AISI 304L  
(ii) Weld Zone Near AISI304L (Z1) (iii) weld zone near AISI4340 (Z2) (iv) HAZ of AISI 4340.
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Figure 10. SEM/EDAX analysis on the various zones of the PCGTA weldments employing ERNiCr-3 (i) HAZ of AISI 304L 
 (ii) WELD near AISI 304Lfusion line (Z1) (iii) weld near fusion line of AISI 4340 (Z2) (iv) HAZ of AISI 4340.
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indicated the formation of coarse dimples with macro 
voids/pores (Figure 14b).

On the other hand, the SEM fractographs featured 
the formation of fine dimples with micro-voids for the 
ERNiCr-3 CCGTA weldments Figure 14c; and a fibrous 
network with micro dimples was the classical feature 
observed in the SEM fractographs of the ERNiCr-3 PCGTA 
weldments shown in (Figure 14d).

4. Discussions
4.1. Macro-structure for CCGTA Vs PCGTA weld

It is well indicated from (Figure 1) visual examination, 
NDT analysis followed by the macrostructure studies 
(Figure 2), that successful joints of AISI 4340 and AISI 
304L could be obtained by both CCGTA and PCGTA 
welding techniques employing ERNiCr-3 and ER309L filler 
metals. The fusion was found to be proper on both the parent 
metals while employing these filler metals. As reported by 
Karunakaran,23 the PCGTA welds exhibit a narrow bead, 
and produce refined grains, which were also witnessed from 
the microstructure studies. Also, the sufficient preheating 

employed on the AISI 4340 side produced hard martensite; 
however, without cracking.

4.2. Microstructure
4.2.1. CCGTA Vs PCGTA using ER309L filler wire

Microstructure studies (Figures 3, 4) clearly inferred the 
formation of migrated grain boundaries (MGBs) at CCGTA 
and PCGTA weld zones and the solidification mode was 
found to be ferritic - austenitic due to high Creq\Nieq ratio. 
As reported by Lippold,24 MGBs are most prevalent in the 
fully austenitic (A), Austenitic Ferritic (AF) and also in 
Ferritic Austenitic (FA) modes of solidification. In addition, 
the author has reported that MGBs are also formed on 
employing multi-pass welding. It was also reported that 
when the weld metal undergoes ferritic - austenitic (FA) 
solidification mode, the ferrite forms at the beginning of 
solidification. This was also in line with the Schaeffler 
diagram (Figure 11).

Formation of δ - ferrite in the vermicular form (skeletal 
ferrite) was observed at CCGTA welds (Figures 3b, c), which 
is due to the solidification of weld by moderate cooling rate, 
as reported by19. Whereas, δ-ferrite fragments have been 

Figure 11. Schaeffler Diagram showing predicting mode of solidification for ER309L and ERNiCr-3 filler wires.
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Figure 12. a) Hardness Profile of the dissimilar welds of AISI 4340 and AISI 304L with ER309L filler CCGTAW (vs.) PCGTAW 
 b) Hardness Profile of the dissimilar welds of AISI 4340 and AISI 304L with ERNiCr-3 filler CCGTAW (vs.) PCGTAW.
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Figure 13. Fractured tensile samples of the dissimilar welds of AISI 4340 and AISI 304L a) CCGTA-ER309L b) PCGTA-ER309L c) 
CCGTAW-ERNiCr-3 d) PCGTA-ERNiCr-3.

Figure 14. SEM Fractographs of dissimilar weldments obtained employing (a) CC-ER309L (b) PC-ER309L (c) CC-ERNiCr-3  
(d) PC-ERNiCr-3.
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observed at the weld zone (Figure 4c) of PCGTA weldments 
which is due to arc pulsation. In addition, δ ferrite stringers 
are formed due to the greater amounts of ferrite stabilisers 
like Cr and Mn in the filler metal.

It was also examined in the microstructure studies that 
there was a formation of delta-ferrite stringers at the HAZ 
of AISI 304L for the CCGTA weldment. The heat produced 
during PCGTA welding will be dissipated immediately as 
compared to CCGTA welding and hence, a fragmentation 
of delta ferrite was observed at the HAZ of AISI 304L.Also, 
higher heat cycles are required to get the austenite to ferrite 
transformation. This is in agreement with the work reported 
by Lippold,24 that the degree of ferrite formation is usually 
low, since the austenite to ferrite transformation is relatively 
sluggish and the HAZ thermal cycle is normally quite 
rapid. The considerable migration of the ferrite stabilisers 
to the HAZ from the filler metal could be the reason for the 
formation of more amounts of delta ferrite stringers at the 
HAZ of AISI 304 L on the CCGTA weldments which is very 
less in the case of PCGTA weldments. It was also reported 
that the formation of ferrite stringers along HAZ grain 
boundaries would restrict grain growth and also, minimize 
the susceptibility to HAZ liquation cracking.

The microstructure at the HAZ of AISI 4340 steel 
consists of martensite phase originated from both the 
CCGTA and PCGTA welding processes. Since the 
temperature near the interface would reach the melting 
point of AISI 4340 steel followed by cooling from elevated 
temperatures, the AISI 4340 steel shall be subjected 
to a martensite transformation from austenite phase. 
Microstructure examination on the HAZ of AISI 4340 for 
ER309L CCGTA weldments witnessed the formation of 
martensite with few M23C6 carbides; whereas, the HAZ of 
AISI 304L revealed high amount of ferrites, which could 
be due to ferrite stabilisers (Creq 24.76%). However, the 
microstructure of the parent metal AISI 4340 remained 
unchanged by exhibiting the coarse pearlite colonies.

4.2.2. CCGTA Vs PCGTA using ERNiCr-3 filler wire
Formation of migrated grain boundaries was observed at 

the weld zones of both weldments of ERNiCr-3 (Figures 5, 6) 
similar to ER309L filler wire (Section 4.2.1). The mode 
of solidification was observed to be fully austenitic on 
employing ERNiCr-3 filler due to very less Creq\Nieq ratio and 
was also confirmed using Schaeffler diagram (Figure 11).

Formation of delta ferrite stringers was found in 
abundance at the HAZ of AISI 304L for the CCGTA 
weldments as compared to PCGTA weldments. The HAZ of 
AISI 4340 clearly demonstrated the formation of martensite, 
which could be due to the rapid cooling taken place at the 
weld interface and HAZ, similar to ER309L filler wire 
(Section 4.2.1).

CCGTA weld zone revealed the cellular dendrite in the 
weld center and columnar structure towards the fusion line of 
AISI 304L with the austenite phase, which is due to presence 
of austenite stabilisers (Ni eq 75.83%) in the filler wire.

In case of PCGTAW, the weld zone was observed 
having a cellular and equiaxed structure. The formation of 
cellular dendrite is the characteristic of nickel solidification 
with higher cooling rate, which normally enhances the 

mechanical property. Also, the cellular structure tends to 
grow as columnar structure towards the fusion line, which 
could be due to heat dissipation towards the base metal side.

In this study, all the weldments have shown the 
formation of MGBs. Hence, it is clear that the welds 
produced by both the welding techniques employing filler 
wires produced fully austenitic or austenitic- ferritic welds.

4.3. SEM/EDS analysis
4.3.1. CCGTA Vs PCGTA using ER309L filler wire

SEM/EDS analysis across the weldment [Base AISI 
304L - HAZ (AISI 304L) -Weld zone(Z1) near AISI 
4340 fusion line- Weld zone(Z2) near AISI 304L fusion 
line - HAZ (4340)- Base 4340] was carried out and the 
elements Fe, Ni and Cr in the different zones are represented 
in Figures 7, 8. A meagre amount of Fe had migrated from 
AISI 4340 to weld zone in case of CCGTA weldments, 
whereas, negligible changes were observed on the PCGTA 
weldments. Similarly, Ni and Cr had diffused from weld 
zone to AISI 4340 side in both the welding processes.

The variation in the amounts of elements Ni, Cr and 
Fe in the weld and HAZ could be due to the inter-dendrite 
segregation and other phases in the case of CCGTA welding 
process. This indicated that there was an enrichment of Fe, 
Cr and Ni at the weld interface of AISI 4340 side, which 
was also evident from the higher hardness values. Also, 
the percentage of carbon at the AISI 4340 side was more 
compared to the ER309L weld metal.

Diffusion of the elements, such as Cr and Ni from 
the weld zone to the HAZ of AISI 4340 resulted in the 
formation of carbides or secondary phases as evident from 
the microstructure analysis. This was also supported by the 
hardness profile, that maximum hardness was observed at 
the HAZ of AISI 4340, due to the formation of martensite 
and the presence of carbides. The EDS elemental analysis 
also concluded that the welds obtained from the CCGTA 
and PCGTA weldments employing ER309L produced a 
ferrite- austenitic structure, due to the higher amounts of 
Cr and Ni.

4.3.2. CCGTA Vs PCGTA using ERNiCr-3 filler wire
SEM/EDS for this discussion are represented in 

Figures 9, 10. Analysis on the PCGTA weldments employing 
ERNiCr-3 showed the presence of elements Cr, Ni which 
were found to be lesser at the AISI 304L side, as compared 
to the weld zone. Since the weld zone was subjected to 
high temperature, Ni and Fe solutes diffused toward the 
weld zone. Unlike CCGTA welding process, there is 
no physical evidence of concentration of Cr and/or any 
other solutes to form the chromium carbides or complex 
phases in the PCGTA welds. The same was also inferred 
from the microstructure studies in terms of absence of 
the inter-dendrite segregation and formation of secondary 
phases in the welds. At the weld zone, the content of Cr 
reached to 15%, and this shall be due to its large volatilizing 
loss during the welding process. From the EDS results, it 
was clear that the elements such as Fe, Cr and Ni had a low 
degree of diffusion during PCGTA welding process. It is 
evident that these elements had not been given sufficient 
time for the diffusion to get across, due to controlled heat 
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input. The HAZ of AISI 4340 witnessed the formation of 
Martensite (α + Fe3C) in all the weldments, which has richer 
constituents of Fe and C.

From the overall SEM/EDS analysis, it is palpable that 
the elemental migration was found to be lesser on employing 
PCGTA welding process as compared to CCGTA welding 
process. This could be due to pulsed current mode leading 
to higher cooling rate, producing refined microstructure. 
This process restricts the formation of secondary phases 
which tends to enhance the mechanical properties. Although 
the ERNiCr-3 filler wire contains Nb element, this was 
not revealed by the EDS analysis. From the available 
literature, it is observed that the addition of Nb in the weld 
could avoid the sensitization effect. Also, the presence of 
Nb contributed for resistance towards ductility dip cracking 
even though migrated grain boundaries were observed at the 
weld zones. It is also concluded from the welds obtained 
by the CCGTA and PCGTA, that the weldments produced 
using ERNiCr-3 resulted in fully austenitic welds due to the 
enriched amounts of Ni than Cr.

4.4. Micro-hardness
4.4.1. CCGTA Vs PCGTA using ER309L filler wire

Plots of the micro-hardness data as a function of 
the position from the weld center line are presented in 
Figure 12a. The maximum hardness in the micro-hardness 
profile was observed in the HAZ of AISI 4340; therefore, 
it attributed for the strongest part of the joint. The greater 
hardness at the HAZ of AISI 4340 is due to the formation of 
martensite and the presence of secondary phases as observed 
in microstructure Figures 3, 4.

The weld zones of all the weldments exhibited lower 
magnitudes of hardness and attributed for weakest part 
of the joints. Formation of cellular dendritic structure at 
the PCGTA weld zone contributed for higher hardness as 
compared to the CCGTA weld zone of ER309L weldments.

As observed from the hardness plots, the HAZ of AISI 
4340 had the range of hardness values between 300 and 
550 HV. The microstructure of the CCGTA and PCGTA 
weldments was observed to have typical structures, 
including the precipitation of carbides and/or secondary 
phases. The fracture locations of the transverse tensile 
specimens were observed at the weld zone which clearly 
inferred that this zone is the weakest part and contributed 
for the lowest hardness as compared to other zones in the 
micro-hardness profile. The marginal increase in hardness at 
the weld near the interface of AISI 4340 may be due to the 
enrichment of Carbon, by elemental migration which is also 
evident from the micrographs. Conversely, the variations 
of hardness at the weld interface of AISI 304L side is 
negligible, and this could be due to the matching of austenite 
filler wire (ER309L) with parent metal.

4.4.2. CCGTA Vs PCGTA using ERNiCr-3 filler wire
Hardness profile (Figure 12b) clearly showed a similar 

trend, as discussed in previous section (4.4.1). Interestingly, 
the maximum hardness values were obtained at the HAZ 
of AISI 4340 for both the weldments. However, PCGTA 
weldments exhibited marginally higher hardness values 
compared to CCGTA weldments. It is evident from the 

micrographs that fully austenitic welds could be produced 
on employing Ni rich filler wire. Since the rate of cooling is 
faster in PCGTA compared to CCGTA welding technique, a 
hard martensitic structure with the presence of finer carbides 
was observed at the HAZ of AISI 4340 as observed in 
microstructure Figures 5-6.

Further, the migration of elements like Ni and Cr from 
weld zone to HAZ of AISI 4340 side was due to variation in 
the concentration gradient, which could also have enhanced 
the hardness. The variations in the hardness values shall be 
attributed to the differences in thermal conductivities. The 
higher thermal conductivity of AISI 4340 steel normally 
permits a rapid dissipation of the heat through the sample, 
while AISI 304L arrests the dissipation of heat because 
of lower thermal conductivity. As a result of this, a lower 
hardness is usually expected at the AISI 304L side, which 
is well in agreement with the findings of Özdemir et al.15.

4.5. Tensile test
Tensile properties of the dissimilar weldments obtained 

from CCGTA and PCGTA welding processes employing 
the filler wires is represented in Table 3. It is obvious that 
PCGTA weldments offer better tensile properties in terms of 
strength as compared to the CCGTA weldments. This could 
be attributed to the absence of inter-dendritic segregation 
due to the controlled heat input developed during PCGTA 
welding process, as reported by Mohandas et al.17. However, 
while comparing the tensile properties in terms of the filler 
metals, both CCGTA and PCGTA weldments employing 
ERNiCr-3 showed satisfactory tensile properties as 
compared to ER309L weldments. This can be attributed to 
the presence of enriched amounts of Ni, Cr and Nb present 
in the filler metal that could have probably formed the 
intermetallic compounds and contributed for greater 
strengths.

Tensile failures occurred at the weld zone in all the 
weldments. As discussed in the earlier sections, the hardness 
trend had clearly represented the lower hardness values at 
the weld zone for all the weldments. Lower the hardness, 
lesser would be the strength of the material. The presence 
of martensite at the HAZ of AISI 4340 and the presence 
of vermicular ferrite and/or δ-ferrite stringers in γ - phase 
at the HAZ of AISI 304L contributed for better strength. 
Hence, the tensile failures could not have occurred at these 
zones. Another supporting fact towards the discussion 
is that the MGBs observed at the weld zones in case of 
all the weldments deteriorated the tensile properties and 
caused the failure to occur at this zone. SEM fractographs 
revealed the presence of dimples; micro-voids indicated that 
the weldments underwent fracture by ductile mode. Voids 
were observed more in the weldments employing ER309L 
as compared to ERNiCr-3 shown in Figures 14a, b. It is 
known, that the voids which are termed as the basic entities 
of ductile fracture, nucleate heterogeneously at sites, where 
compatibility of deformation is difficult. The preferred 
sites for void formation are possibly these secondary phase 
elements. The appearance of the fractured surface consisted 
of different types of dimples, and the larger ones may have 
resulted from chromium carbide precipitates.15
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5. Conclusions
Based on the results of the above studies, the following 

conclusions could be drawn and are reported as follows:
a) Sound welds of austenitic stainless steel (AISI 304L) 

and Aeronautical Steel (AISI 4340) could be obtained 
from both CCGTA and PCGTA welding process using 
ER309L and ERNiCr-3 filler wires.

b) The study opined that continuous current and pulsed 
current has significant role in altering the metallurgical 
and mechanical properties of these dissimilar 
weldments.

c) Narrow weld beads could be produced on employing 
PCGTA welding, which in turn lowers the width of 
HAZ.

d) Welds made by CCGTAW with both filler wires 
showed relatively coarser microstructure, with 
occurrences of secondary phase(s) at the weld interface 
of AISI 4340 side. Also, the weld zone consists of 
columnar dendrites, which are due to continuous 
current and slow dissipation of heat.

e) The controlled/reduced heat input and solidification 
associated with pulsed current mode has resulted in 
the elimination of precipitation of secondary phase(s) 
and reduced grain coarsening in HAZ of AISI 4340, 
in both filler wires.

f)  Refined microstructure in the weldments, 
heterogeneous nucleation and reduced elemental 
migration are all the typical advantages accrued on 
employing PCGTA welding. The results were depicted 
in terms of equiaxed / fine cellular dendritic structure in 
the ERNiCr-3 weldment and δ ferrite fragmentation in 
case of ER309L weldment, which led to the improved 
tensile strength.

g) Welding of these dissimilar metals resulted in the 
formation of different micro-structure zones, which is 
due to the differences existing in the thermal gradients, 
chemical composition. The various zones observed at 
the weldments include martensite, vermicular ferrite, 
ferrite stringers and equi-axed cellular/columnar 
dendrite.

h) The ferrite stabilisers in the ER309L filler wire resulted 
in the primary ferrite solidification in weldment, which 

resulted in the formation of δ ferrites assisting in 
the elimination of solidification cracking and micro 
fissuring.

i) Microstructure examination confirmed the absence of 
sensitization effect on employing both ER309L and 
ERNiCr-3 fillers. However, the presence of Nb in the 
ERNiCr-3 imparted additional strength to the welds, 
which in turn accounted for better tensile properties.

j) Migrated grain boundaries at the weld zone could have 
resulted due to the multi-pass welding. Also, MGBs are 
prevalent in the weld zones on employing ER309L and 
ERNiCr-3, which contribute for either fully austenitic 
or ferritic - austenitic welds.

The migration of elements is totally minimized on 
employing PCGTA welding process. The higher values of 
tensile strength observed in the PCGTA weldments can be 
attributed to the absence of complex phases at the interface 
as well as grain refinement.

k)  Carbon denuded soft zone is not observed at the 
HAZ of AISI 4340 in these weldments, which is also 
confirmed from the micro-hardness survey.

l)  Pulsed current mode resulted in better tensile 
properties compared to the continuous current. Further, 
the PCGTA weldments employing ERNiCr-3 had 
proven to offer better strength as compared to all other 
weldments.

m)  Based on the present studies, it is highly recommended 
to employ PCGTA welding using ERNiCr-3 owing to 
the several advantages accrued, and can be possibly 
adopted in the industries demanding these bimetallic 
joints.
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Table 3. Cumulative Mechanical Properties of the dissimilar weldments.

Trial 
No

Welding 
Process

Tensile Properties Micro-Hardness Properties

Average UTS 
(Mpa)

% of 
Elongation Failure in

Average 
hardness in 

weld zone (HV)

Average 
hardness in 
HAZ (HV) 

4340

Average 
hardness in 
HAZ (HV) 

304L

1 CCGTAW
ER309L

562.66 28.0 WELD 203 373 226

2 PCGTAW
ER309L

602.66 27.2 WELD 258 326 228

3 CCGTA
ERNiCr-3 611.5 27.1 WELD 194 339 228

4 PCGTAW 
ERNiCr-3 665.33 26.0 WELD 207 418 217
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